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Inspection Report
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Product

Client

Insulation Bubble Material

Landy (Guangzhou) Plastic Products Co., ‘Ltd
Inspection Catagory

Consignment
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Nanjing Fiberglass Research and Design Institute Quality Inspection Center

National Fiberglass Porduct Quality Supervision and Inspection Center

Inspection Report

BELFRRY (WSW ) 5= % ( 16010058 ) & 4 2 W& 1 T
7 i ad ipai Vi
: Landy (Guangzhou) Plastic Client’ s Shinand,” Shipai 1llagg,.
Client 4 Dongchong Town, Nansha Dist,
Products Co., Ltd Address : f
Guangzhou, China
Sesple Insulation Bubble Material Ttem Metallic+Bubble+Metallic
Product
Brand e Porvider Du Xinke
Landy (Guangzhou) Plastic
Producer Products Co.,Ltd Number R
Inspection

: g | R-Value tests are performed on submitted samples.
Requirement :

Remarks None

The above information sha!l be provided by the entrusting unit, and the center shall not be responsible for its authenticity.

Inspection . Sample
Catagory Consignment Delivery Date 2016/1/19
Sampj? Product made by mtetallic and bubble
Condition
Sample > % Inspection A -
Quantity (1500X900) mm, one piece e 2016/1/19-2016/1/22
Hea)8. of Heat Flov. b GB/T 10295-2008
Inspection eat ow Meter
Inspection After tests on samples, please find R-V
Results
- )
A % POERE, ACKIIG S A R RE SUBA 4 FfesH
Remarks

Authorized
Strength:

Ratify: /i{é (7"\ /Authorized Signature Review: ‘Fﬁ'\ 5% ﬁ
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Inspection Report
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Inspection Item Inspection Method R—Value
R-Value W/ (m*K)
GB/T 10295-2
(Average Temperature 25°C) 008 _ 0.028
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