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Client Name: LANDY (GUANGZHOU) PLASTIC PRODUCTS CO., LTD.

Client Address: NO.215 SHIPAI INDUSTRIAL ZONE, DONGCHONG TOWN, NANSHA DISTRICT,
GUANGZHOU,CHINA

Sample Name: Kraft Bubble Bag
The above sample(s) and information were provided by the client.

SGS Job No.: GZPC2607005835

Sample Receiving Date: Jul 27, 2026

Testing Period: Jul 27, 2026 ~ Jul 31, 2026

Test Requested: Select test(s) as requested by the client.

Test Method(s): Please refer to next page(s).

Test Result(s): Please refer to next page(s).
Test Requirement Conclusion
Article 5(4) of Regulation (EU) 2025/40 (Packaging and Packaging Waste
Regulation, PPWR) - Total Lead, Cadmium, Mercury and Hexavalent Pass

Chromium content
Article 5(5) of Regulation (EU) 2025/40 (Packaging and Packaging Waste

Regulation, PPWR) - Perfluoroalkyl and polyfluoroalkyl substances (PFAS) See Results
Content

Article 5(5) of Regulation (EU) 2025/40 (Packaging and Packaging Waste Pass
Regulation, PPWR)-Total Fluorine

Signed for and on behalf of

SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch PROTEIP. S
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Perfluorohexanoate (anion) r 92612-52-7
Perfluorohexanoyl chloride (PFHxA-CI) 335-53-5
g:gzci;\?)ﬂuorohexanom acid--hexan-1-amine (1/1) (PFHXxA- 565225-91-4
1-phenylpiperazine; 2,2,3,3,4,4,5,5,6,6,6-undecafluorohexanoic 985-60-4
acid (PFHxA-C10H14N2)

Article 5(5) of Requlation (EU) 2025/40 (Packaqging and Packaqging Waste Requlation, PPWR)-Total
Fluorine

Test Method: With reference to ASTM D7359-23, analysis was performed by C-IC.

Test ltem(s) Limit Unit(s) MDL 001 A3

Fluorine 50 mg/kg 20 ND ND

Conclusion Pass Pass
Notes:

(1) As specified in 5(c) of Regulation (EU) 2025/40, if total fluorine exceeds 50 mg/kg the manufacturer,
importer or downstream user as defined respectively in Article 3, points (9), (11) and (13) of Regulation (EC)
No 1907/2006 shall, upon request, provide to the manufacturer or the importer as defined respectively In
Article 3(1), points (13) and (17), of this Regulation proof of the quantity of fluorine measured as content of
either PFAS or non-PFAS in order for them to draw up the technical documentation as referred to in Annex
VIl to this Regulation. Therefore, It is strongly recommended to perform PFAS test for confirmation.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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ATTACHMENTS

Elements Testing Flow Chart

These samples of Pb/Cd/Hg were dissolved totally by pre-conditioning method according to below flow chart.
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Hexavalent Chromium (Cr(VI)) Testing Flow Chart
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ATTACHMENTS

PFASs/ PFOS/PFOA Testing Flow Chart
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ATTACHMENTS

Halogen-CIC Testing Flow Chart
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Sample Photo:

CANZ26-0206280-0001.C003

SGS authenticate the photo on original report only
*** End of Report ***
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